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P ? “‘g‘ f‘:%"'“gﬁ K-SPRAY BULLETIN NO: J 5503
gﬁg.r;{ic%s\uC:.bo RY CEILIN}({}SELX'.{UM. :;) :(T;[;: (1 /(]i. /Zl}
APPROVALS: /*_I PRODUCING PLANT CANCELS: J 5503
é? £ 4 2 _{ A SEATTLE DATE: 4/20/70
BULLETI N] DESCRIPTION % [ POUNDS GALLONS
442 Tale Westal 202 7.69 200
441 Tale H-C 3.84 100
220 Limestone - \'-mit_i]_zg 73.04 2200
446 | Titenox ROHIX 7.69 200
B 040 Asbestos VDI 3.84 100
245 Methocel 651C 4000 .58 15
084 C;sein 97 29
025 tmmonium Oxalate .19 5
026 | mwontumrentatorate | .25 | 65 )
. 506 Zinc Oxide .097 2.25
___ 216 Hydrated Lime o .05 R Wl_‘é_j__ o
453 A 20STP .04 )
— st . o 1 —
282 Oder Mask - 1.91‘9?:5
224 Styrene Lgure _g_e e 1,73 L5 ol cu_f_‘-:
TCTEL 100,00 2601, 38
VANUFACTURING. TNSTREUCTICNS:
1, 8ece Prcocess Bulletin No, J 4.
2, Dry blend for a2 minipum of 12 minutes.
3. Packszge 40 lbs minimum per bag,
SUALITY CONTROL
TM-1B  Viscosity, cc per 100 gm to give 185 to 210 cc
6" diametler patty '
=34  Pond Equal 1o Standard
e _ - KG2000652
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PRODUCT BULLETIN K-SPRAY BULLETIN NO: 55503
DRYWALL ACCESSORY CELLING TEXTURE DATE: 10/16/69
PRODU (TS XSS PAGE o 29,
APPROVA T,s SEATTLE CANCELS: NE¥

éﬁrf / 7 / %\ - DATE:

PRODUCT SPECTFICATIONS:

T™M-1B

TM-34

*NOTE:

‘a,

Test Procedures as specified in Bulletin T-7,

Viscosity {Slwip test; patty
diameter of &)

pH (meter)

Bond
Reflectance (%)
Cracklng |

Siwe gradation (500 cc sample)

Retained on 16 mesh

b, Passing 16, retained on 20 mesh

Dey loose density {pounds per
cubic fOOu)

Hardness

- No cracks or heavy

185 1o 210 ca
. 3
8.5 t% 10.0
*¥Equal to Standard

82,07 mininum

250 to 350 ce
100 1o 200
15 1o 17

¥Equal to Standazd

X-Spray coded to be used as standard for one year minilum,
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